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Fest Verification of @@nieimity

; éOn the basis of the__referenced test report(s), sample(s) of the beiow product have been found to comply with the
. harmonized standards and Directives listed on this verification at the tim ts were carned out. __ther
'. ..standards and DIrectives may be relevant to the product. ' - "

" Once ali product rel_evant N _-ma'rk directives are veriﬂe_ n compl!ance, the mant _er may indicate 5 _
-_j.__compiiance by. signi_ng a Deciaration of Conform!tv themselves ancl appiying the mark to product identical to the test
J'__:._sampie(s) if_the_product complies with aii relevant CE mark Directlves requirements. . o S

"; NOARK Electrics (Shanghal) Co., Ltd,
- Block V-7A-1 Songjiang industrial Zone, Shanghai
' P R Chlna

__ ffAi:J']i_I”i__o'e_'n_t'Name'& A__cicl_ree_s S

.-_T;_'-Manufacturmg site. Name & - : NOARK Electrics (Shanghal) Go, Ltd. = =
'_ -'Address R e =__'BlockV-7A-1 -Songjiang lndustrIaI Zone, Sh‘anghai_,__gg_: R

_'.fP'ibdﬁc't"( Tested | _ . o
 Ratings and prlncipal y 9 '_ +: "_,-'l'naccesslble, with ‘mechanical indlcator. wnth
character;st!cs R i withc utsignalling

i Relevant Standard(s) P
': -;_Specification(s) / Directive(s)

__:fVerificatlon Issuing Office Name &

Bui[ding No, 86, 1198 Qin hou"Road (North),

- _-..31403014983HA
1403014933HA_ 01

* ReportNumber(s)

NOTE 1: This verification is part of the full test report{s) and should be read in conjunction with it.

This Verification s for the exclusive use of Interfek’s Client and is provided pursuant to the agreement between Intertek and its Ctient, Intertek's
responsibllity and Hability are fimited to the terms and conditions of the agreement. [nferlek assumes no liability to any party, other than to the Clieat in
accordance with the agreement, for any loss, expense or damage occasioned by the use of this Verificalion. Only the Client is autherized to copy or
distribute this Verification. Any use of the Intertek name o7 one of its marks for the sate or adveriisement of the tested materia), proguct or service must
first be approved [n wiiting by Intertek. The observations and test results referenced from this Verification are relevant only {o the sample tested. This
Verification by itself does not Imply that the material, product, or service Is or has ever been under an Interlek cerlification program.
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Oliver Wei
Manager
September 29, 2014
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Annex to Test Verification of Conformity

This s an Annex to Test Verlfication of Conformity with 1403014S8SHA-V1. Th fssuing officels
Intotek Testing Services Shanghal Bullding No.86, 1188 Qinzhou Road (North), Shanghal 200233,

Rating and principal characteristics:

Model el o ;ma,(k,q) Cuw k) ’(ﬁ;

| eoversags | BlorkNor | aslorlNon gy | 200 N ||
| bk | oee | LoPEs | g ot | LOPEE | g
o | 100 for NePE) | 100 forNPE) [ T T | 288 orNPE) |

Each model s 3 vrsons ofplo mborWiehar 9, 4P 1 3PN,
EXQUE1+2 25; without signalling contact. M
 ExQUE1+2 26R: with signalling contact,

"ExQUE1+2 25 3P, EXOUE1+2 25 4P, EXQUE1+2 26 3PN, EXOUE1+2.25R 3P, EXOUE1+2 26R 4P, ExQUE1+2 =
ExOUE1+225R and .

25R 3PN, (Total 6 versions, all of them are combination of basic modules EXUE1+2 25
< EXQUE1+2 100NPE) = - o e B R e

NOTE 1: This verification is part of the full test report(s) and should be read in conjunction with it.

This Verification Is for the exclusive use of Intertek's Client and is provided pursvant to the agreement between intertek and iis Client. Intertek's
responsibllity and liability are imited to the lerms and conditions of the agreement. interlek assumes no flability to any party, other than te the Client in
accordance with the agreement, for any loss, expense or damage occasioned by the use of this Verification. Only the Client Is authorized lo copy of
distribtite this Verification. Any use of the interiek name or one of its marks for the sals or advertisement of the tested material, product or service must
first be approved In wiiting by interlek. The observations and test results referenced from this Vesfication are relevant only to the sample tested. This
Verification by itself does not imply that the material, product, or service is or has ever been under an Intertek certification program.
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‘ﬁiver Wei
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